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(57) ABSTRACT

A luminous panel includes at least two juxtaposed OLED
devices that form a front face ofthe luminous panel and define
two light-emitting zones separated by an intermediate zone,
and a luminous joint forming mechanism that ensures, when
the two OLED devices are in an on state, visual continuity
between the intermediate zone and the two emitting zones,
the luminous joint forming mechanism being located at a
back of or flush with the front face of the panel.
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1
LUMINOUS PANEL AND BUILDING WALL

BACKGROUND

The present invention relates to a luminous panel and to a
building wall comprising such a luminous panel, especially as
a structural element of the wall. In particular, the luminous
panel may be employed as a cladding panel for an internal
wall or a ceiling.

It is known to produce small luminaires using organic
light-emitting diodes (OLEDs), which OLEDs are able to
convert electrical energy into radiation. An OLED functional
element comprises a stack of organic light-emitting layers
inserted between two electrically conductive contacts form-
ing front and back electrodes. An OLED functional element is
conventionally encapsulated between two, front and back,
protective substrates in order to form an OLED device. At
least the front electrode of the OLED is transparent and like-
wise the protective first substrate, in order to allow the radia-
tion emitted by the stack of light-emitting layers to exit
through the front face of the OLED device. The transparent
electrode may especially be based on a transparent conduc-
tive oxide (TCO) layer or on a transparent metal layer. The
front and back protective substrates may especially be made
of glass or of an organic polymer that is rigid or flexible. A
flexible OLED device, in which the OLED is encapsulated
between flexible polymer substrates rather than rigid sub-
strates has the advantage of being thin, pliable and light.

An OLED device, whether rigid or flexible, may be asso-
ciated, for example by adhesive bonding, with a support tak-
ing the form of a board so as to form a luminous board. The
luminous board may be obtained by covering the support with
a single OLED device or, when the size of the desired lumi-
nous area on the support exceeds the maximum available
OLED device size, by covering the support with a plurality of
juxtaposed OLED devices. Advantageously, the support used
to form the luminous board is a structural element of a build-
ing wall, such as a cladding panel of an internal wall or a
ceiling. It is then possible, by positioning a number of lumi-
nous boards on a conventional framework system of an inter-
nal wall or a ceiling, to obtain a large luminous wall capable
of playing a double role as a wall and as a luminaire.

However, in such a luminous wall, there exists a visual
discontinuity in each junction zone between two juxtaposed
luminous boards, where systems for filling gaps between two
cladding panels are conventionally placed. In the case where
a luminous board is obtained by juxtaposing a plurality of
OLED devices on one face of a support, there is also a visual
discontinuity in each junction zone between two juxtaposed
OLED devices on the support. These visual discontinuities
take the form, in particular when the luminous wall is in the
“on” state, of intermediate dark bands that do not emit light,
which bands degrade the appearance of the luminous wall.

BRIEF SUMMARY

It is these drawbacks that the invention more particularly
intends to overcome by providing a luminous panel, espe-
cially intended to be integrated into a building wall, that has
an improved appearance both when the panel is in the “oft”
state and in the “on” state.

For this purpose, one subject of the invention is a luminous
panel comprising at least two juxtaposed OLED devices that
form a front face of the luminous panel and define two light-
emitting zones separated by an intermediate zone, character-
ized in that it comprises luminous joint forming means that
ensure, when the two OLED devices are in the “on” state,
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visual continuity between the intermediate zone and the two
emitting zones, the luminous joint forming means being
located at the back of or flush with the front face of the
luminous panel.

In the context of the invention, a direction from the back to
the front of the luminous panel is defined as extending in the
emission direction of the OLED devices. Thus, a first element
is located at the back of a second element when the path from
the first element to the second element has a component that
extends in the emission direction of the OLED devices. More-
over, within the context of the invention, an element is con-
sidered to be flush with the front face of the luminous panel
when it has an excess thickness, relative to this face, of 2 mm
or less, preferably 1 mm or less, more preferably 0.5 mm or
less, and even more preferably 0 mm.

Preferably, the luminous joint forming means are posi-
tioned in the thickness of the luminous panel.

Advantageously, each OLED device is joined to a struc-
tural element of a building wall, especially a cladding panel of
a wall or a ceiling, so that the luminous panel may be posi-
tioned directly in a conventional framework system of a wall
or a ceiling. This in particular allows a large luminous wall to
be easily obtained, which is capable of playing a double role
as a wall and as a luminaire.

According to other advantageous and optional features of
the invention, to be applied individually or in any technically
possible combination:

When the two OLED devices are in the “on” state, the
relative difference in luminance AL/L,, between the
intermediate zone and each of the two emitting zones is
smaller than 10%, preferably smaller than 5%, even
more preferably smaller than 1%. The relative difference
in luminance is defined as the ratio AL/L,,, where AL is
the mean difference in luminance between the two zones
for a given nonzero intensity setpoint, and L,, is the
mean luminance of each emissive zone for said given
intensity setpoint. The mean luminance considered in
the “on” state is that expressed in the CIE (L, u', v') color
coordinate system. Specifically the CIE (L, u', v') color
coordinate system has, relative to the CIE (L, x, y) color
coordinate system, the advantage of better uniformity.
The (L, u', v') system is therefore better suited to evalu-
ating color differences between two zones in the “on”
state, acting as two primary sources.

When the two OLED devices are in the “on” state, the (0',
v') color coordinates of the intermediate zone are inside
the MacAdam ellipse centered on the (u', v') color coor-
dinates of each of the two emitting zones. The use of
MacAdam ellipses is relevant for measuring the percep-
tible difference between two colors in the “on” state. The
equation of these ellipses takes the form ds=g, , Au”+2
g,, Au' Av'+g,, Av*?, where the parameters g, , g, and
g,, are determined in the conventional way by applying
the results of the initial studies of MacAdam (J. Opt.
Soc. Am., 32, 247-274, 1942 and J. Opt. Soc. Am., 39,
808-834, 1949).

The maximum width of the intermediate zone, measured
perpendicularly to the adjacent edges of the emitting
zones, is smaller than or equal to 2 cm, preferably
smaller than or equal to 1 cm, even more preferably
smaller than or equal to 0.5 cm.

The luminous panel comprises a covering of the interme-
diate zone such that, when the two OLED devices are in
the “off” state, there is visual continuity between the
intermediate zone and the two emitting zones.

When the two OLED devices are in the “off” state, the
relative difference in luminance AL/L,, between the
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intermediate zone and each of the two emitting zones is
smaller than 10%, preferably smaller than 5%, even
more preferably smaller than 1%. The relative difference
in luminance is defined as the ratio AL/L,,, where AL is
the mean difference in luminance between the two zones
for a given zero intensity setpoint, and L., is the mean
luminance of each emissive zone for said zero intensity
setpoint. The mean luminance considered in the “off”
state is that expressed in the CIE (L, a*, b*) color coor-
dinate system. Specifically, in the “off” state, the two
zones act as secondary sources that partially re-emit
ambient light. The (L, a*, b*) system is well suited to
evaluating color differences between two secondary
sources.

When the two OLED devices are in the “off” state, the color
difference AE between the intermediate zone and each of
the two emitting zones is smaller than 2, preferably
smaller than 1. In the “off” state, the color difference AE
between two zones is defined by the following expres-
sion (1) using the CIE (L, a*, b*) color coordinate sys-
tem:

AE:\/(AL)2+(Aa*)2+(Ab*)2 n

where AL is the mean difference in luminance between the
two zones for a zero intensity setpoint;

Aa* is the difference in the colorimetric quantity a*
between the two zones for said zero intensity setpoint;

Ab* is the difference in the colorimetric quantity b*
between the two zones for said zero intensity setpoint.

In a first embodiment, the luminous panel comprises a
support, especially a cladding panel of an internal wall
or a ceiling, on one face of which the two OLED devices
are juxtaposed.

In a second embodiment, the luminous panel comprises
two juxtaposed supports, especially two cladding panels
of an internal wall or a ceiling, each support being cov-
ered with one of the two OLED devices.

In the above two embodiments, the luminous joint forming
means may be fastened to at least one OLED device
support.

As a variant, in the second of the above embodiments,
where the luminous panel comprises two juxtaposed
supports each covered with one of the two OLED
devices, the luminous joint forming means may be fas-
tened to a framework element allowing one or each
OLED device support to be fastened to a bearing struc-
ture. The framework element may be located at the back
of'the OLED device supports or it may be located at the
front of the OLED device supports. In the latter case, the
framework element may especially be a T-shaped pro-
file, where the horizontal bar of the T-shaped profile
bears against the front faces of thinned edges of the two
juxtaposed supports whereas the vertical bar of the
T-shaped profile passes between the two supports in
order to be connected, at the back of the supports, to the
bearing structure supporting the luminous panel.

The luminous joint forming means comprise a light-emit-
ting strip placed in, or at the back of, the intermediate
zone, control of the “on”/*“off” state of the light-emitting
strip being slaved to that of the two OLED devices.

The luminous joint forming means comprise scattering
means for scattering light emitted by a light source
toward the front of the intermediate zone.

The light source comprises at least one of the two OLED
devices, the scattering means comprising a redirecting
element for redirecting the light emitted by the OLED
device toward the front of the intermediate zone.
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The redirecting element comprises at least one light-reflec-
tive surface that is positioned, at the back of the inter-
mediate zone, facing one edge of said OLED device. In
this case, the maximum width of the intermediate zone,
measured perpendicularly to the adjacent edges of the
two emitting zones, is advantageously smaller than or
equal to 2 mm, preferably smaller than or equal to 1 mm,
even more preferably smaller than or equal to 0.5 mm.

The reflective surface is inclined relative to the edge of said
OLED device so as to get further away from the edge in
the direction of the intermediate zone.

The redirecting element is a prism placed at the back of'the
intermediate zone between two adjacent edges of the
two juxtaposed OLED devices, a first reflective surface
of the prism facing the edge of one of the two OLED
devices whereas a second reflective surface of the prism
faces the edge of the other OLED device. In practice,
each reflective surface of the prism may be a surface
equipped with a light-reflecting coating or a coating that
redirects light by scattering it, for example a white coat-
ing with a high albedo, especially 80% or higher. As a
variant, each reflective surface of the prism may reflect
light by total reflection, which may be obtained by
adjusting the refractive index of the constituent material
ofthe prism and the angle of incidence of the light on the
surface.

The redirecting element is a machined portion of a support
of at least one of the two OLED devices, this machined
portion forming the reflective surface. In particular, the
support may be a cladding panel of an internal wall or a
ceiling, the machined portion of the support then advan-
tageously being equipped, in order to form the reflective
surface, with a light-reflecting coating or a coating that
redirects light by scattering it, for example a white coat-
ing with a high albedo, especially 80% or higher.

The light source is an external source coupled to the edge
face of a scattering plate, the scattering plate being
placed in or at the back of the intermediate zone, a main
face of the scattering plate oriented toward the front of
the intermediate zone being able to extract at least some
of the light emitted by the external light source.

The scattering plate comprises, on one of its main faces, a
pattern for extracting light emitted by the external light
source, especially a screen-printed extracting pattern,
guaranteeing uniform luminance over the entire inter-
mediate zone area.

The present invention also relates to a building wall, espe-
cially an internal wall or a ceiling comprising a luminous
panel such as described above.

Advantageously, a building wall according to the invention
comprises a luminous panel that includes:

at least one structural element of the building wall, espe-
cially a cladding panel for a wall or a ceiling; and

atleast two juxtaposed OLED devices that form a front face
of the luminous panel and define two light-emitting
zones separated by an intermediate zone,

where each OLED device is joined to a structural element
of the building wall, especially to a cladding panel for a wall
oraceiling, the luminous panel furthermore comprising lumi-
nous joint forming means that ensure, when the two OLED
devices are in the “on” state, visual continuity between the
intermediate zone and the two emitting zones, the luminous
joint forming means being located at the back of, or flush
with, the front face of the luminous panel.

BRIEF DESCRIPTION OF THE DRAWINGS

Features and advantages of the invention will become
apparent from the following description of several embodi-
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ments of a luminous panel according to the invention, which
description is given merely by way of example and with
reference to the appended drawings, in which:

FIG. 1 is a partial front view of a building internal wall
comprising a luminous panel according to the invention;

FIG. 2 is a cross section along the line II-1I in FIG. 1;

FIG. 3is across section at a larger scale along the line I1I-I11
in FIG. 1 for a first embodiment of the luminous panel;

FIG. 4 is an analogous view to FIG. 3 for a variant of the
first embodiment;

FIG. 5 is an analogous view to FIG. 3 for another variant of
the first embodiment;

FIG. 6 is an analogous view to FIG. 3 for a second embodi-
ment of the luminous panel;

FIG. 7 is a view at a larger scale of the detail VIl in FIG. 1
for a third embodiment of the luminous panel;

FIG. 8 is a cross-section at a larger scale along the line
VII-VII in FIG. 7,

FIGS. 9, 10, 11 are analogous views to FIGS. 3, 4, 6,
respectively, illustrating the case where the luminous joint
forming means are fastened not directly to the supports of the
OLED devices, but to framework elements that allow the
OLED device supports to be fastened to a bearing structure
supporting the luminous panel;

FIG. 12 is a front view of a variant of the luminous panel in
FIG. 1; and

FIG. 13 is a partial cross-section along the line XIII-XIIT in
FIG. 12.

DETAILED DESCRIPTION

FIGS. 1 to 13 are schematic. In particular, for the sake of
visibility, the relative dimensions shown in these figures for
the various constituent elements of the internal wall are not
strictly accurate.

FIGS. 1 and 2 show a demountable internal wall 1. The
internal wall 1 comprises a bottom rail 2 and a top rail 3 that
are connected to a bearing structure 100 supporting the wall,
vertical pillars (not shown), and cladding panels 4 that are for
example plasterboards such as those called BA13 plaster-
boards. As may be clearly seen in FIG. 2, the cladding panels
4 are positioned in the framework of the wall in order to form
two panels 10 and 12 that lie substantially parallel to each
other and that act as walls for, respectively, a space E1 and a
space E2 bounded by the internal wall.

As shown in FIG. 1, the cladding panels 4 of the panel 10
are covered, in an upper part of their face oriented toward the
space E1, with OLED devices 5. The OLED devices 5 may be
of any type, in particular they may be rigid or flexible. These
OLED devices 5 are supplied with electrical power by any
means known to those skilled in the art, and this supply can be
controlled via one or more switches in order to adjust the
lighting in the space E1. Thus, by virtue of its luminous panel
10, the internal wall 1 plays, in the space E1, a double role,
acting as a wall and as a luminaire.

Each OLED device 5 is joined to the corresponding clad-
ding panel 4 by any appropriate means, especially by adhe-
sively bonding a back face 5B of the OLED device 5 to amain
face 4A of the panel 4, the assembly forming a luminous
board 6. When the internal wall 1 is in its fitted configuration,
the OLED devices 5 of the various luminous boards 6 of the
panel 10 are juxtaposed so as to form a large continuous
luminous area. In this example, all the OLED devices 5 of the
panel 10 have the same optical properties, especially in terms
of colorimetric characteristics, so that the luminous area of
the panel 10 is homogeneous from one OLED device 5 to
another.
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Each junction region 7 between two adjacent luminous
boards 6 of the panel, where systems for filling gaps between
two cladding panels are conventionally placed, does not emit
light. More precisely, for each junction region 7, the two
OLED devices 5 positioned on either side of this region form
the front face 10A of'the luminous panel 10 and define on this
front face 10A, which is oriented toward the space E1, two
light-emitting zones S separated by an intermediate zone S,
that does not emit light. Each intermediate zone S, has a
maximum width 1, measured perpendicularly to the adjacent
edges of the emitting zones S, smaller than or equal to 2 cm,
preferably smaller than or equal to 1 cm, even more prefer-
ably smaller than or equal to 0.5 cm.

In order to provide the panel 10 with a uniform appearance
when two adjacent OLED devices 5 are in the “on” state,
luminous joint forming means are provided in each interme-
diate zone S,. These luminous joint forming means are cho-
sen in order to ensure, when two adjacent OLED devices are
in the “on” state, that the relative difference in luminance
AL/L,, between the intermediate zone S, and each of the two
emitting zones S, flanking it is less than 10%, preferably less
than 5%, more preferably less than 1%, and that the coordi-
nates (u', v') of the intermediate zone S, are inside the Mac-
Adam ellipse centered on the coordinates (u', v') of each of the
two emitting zones S..

In order to provide the panel 10 with a uniform appearance
when two adjacent OLED devices 5 are in the “off” state, the
luminous joint forming means are also chosen to ensure,
when two adjacent OLED devices 5 are in the “off” state, that
the relative difference in luminance AL/L,, between the inter-
mediate zone S, and each of the two emitting zones S; is less
than 10%, preferably less than 5%, more preferably less than
1%, and that the color difference AE between the intermediate
zone S, and each of the two emitting zones S5 is smaller than
2, preferably smaller than 1. When the OLED devices are in
the “off” state, the relative difference in luminance AL/L,,
corresponds to the relative difference in reflection coefficient
between the intermediate zone S, and each of the two emitting
zones Ss.

Furthermore, in order not to degrade the uniformity of the
surface of the front face 10A of the panel 10, the luminous
joint forming means are chosen to be located at the back of or
flush with this front face 10A.

Example embodiments of the luminous joint forming
means between two OLED devices 5 of the luminous panel 10
are shown in FIGS. 3 to 6.

In the first embodiment shown in FIG. 3, the luminous joint
forming means comprise a reflective prism 8 placed in the
junction zone 7 at the back of the intermediate zone S,.
Advantageously, each cladding panel 4 of the panel 10 has
thinned edges 41 at the junction with the adjacent cladding
panels 4. As may clearly be seen in FIG. 3, in each junction
region 7 the thinned edges 41 of the two adjacent panels 4
protrude relative to the edges 51 of the OLED devices 5. The
prism 8 is positioned between the edges 51 of the OLED
devices 5, with its base 81 resting on the thinned edges 41 so
that a first reflective surface 82 of the prism faces the edge 51
of one of the OLED devices 5, whereas a second reflective
surface 83 of the prism faces the edge 51 of the other OLED
device 5.

Each reflective surface 82 or 83 of the prism 8 is inclined at
an angle o of about 45° relative to the edge 51 of the OLED
device opposite which it is placed, so as to get further away
from the edge in the direction of the intermediate zone S,,. The
prism 8 may be made of a completely reflective material or of
a semi-reflective or transparent material that is provided on its
surface with a film that redirects light. The height h of the
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prism 8 is tailored such that the prism 8 fits between the edges
51 while remaining at the back of or flush with the front face
10A of the luminous panel.

By virtue of this arrangement, the prism 8 allows the light
emitted from the edges 51 of the OLED devices 5 to be
redirected toward the front of the intermediate zone S, as
shown by the arrows F in FIG. 3. The OLED devices are
Lambertian emitters, i.e. they emit light in every direction in
space. Thus, the light flux redirected toward the front of the
intermediate zone S, by the prism 8 adds to the light flux
emitted by the two OLED devices in every direction in space,
thereby allowing visual continuity to be ensured between the
intermediate zone S, and the two emitting zones S5 when the
two OLED devices 5 are in the “on” state.

In this first embodiment, the luminous joint forming means
also comprise a film 9 as a coating of the intermediate zone S,
which film is positioned at the front of the junction region 7
and flush with the front face 10A of the luminous panel 10.
This film 9 is intended to ensure visual continuity between the
intermediate zone S, and the two emitting zones S5 when the
two OLED devices 5 are in the “off” state, and is chosen so as
to meet the aforementioned criteria for relative difference in
luminance AL/L,, and for color difference AE when the two
OLED devices 5 are in the “off” state. By way of example,
when the front faces of the two OLED devices 5 are semi-
reflective in the “off” state, the film 9 may be a semi-reflective
film. The assembly comprising the prism 8 and the film 9 is
also optimized in order to meet the aforementioned criteria
for relative difference in luminance AL/L,,, and for color dif-
ference determined from the MacAdam ellipses in the “on”
state of the two OLED devices 5.

FIGS. 4 and 5 show two variants of the embodiment of FIG.
3, in which variants the two juxtaposed OLED devices 5 are
flexible OLED devices. In these variants, each flexible OLED
device 5 extends over the main face 4A of the corresponding
cladding panel 4 and is folded laterally into the junction zone
7 in the direction of the thinned edges 41 of the panel 4, each
time along a face 42 of the panel 4 connecting the main face
4A and the thinned edge 41.

In the variant in FIG. 4, the prism 8 is positioned between
the edges 51 of the OLED devices 5 folded along the faces 42,
with its base 81 resting on the thinned edges 41 so that a first
reflective surface 82 of the prism faces the folded edge 51 of
one of the OLED devices 5, whereas a second reflective
surface 83 of the prism faces the folded edge 51 of the other
OLED device 5. This configuration is more compact than that
in FIG. 3.

In the variant in FIG. 5, the reflective prism 8 is replaced by
machined portions 44 machined in each of the two panels 4
carrying the flexible OLED devices 5, these machined por-
tions 44 each being equipped, in order to form reflective
surfaces, with a coating 45 that reflects light or redirects it by
scattering, for example a white coating with a high albedo,
especially 80% or higher. The two machined portions 44
equipped with their coatings 45 thus allow, in a way similar to
the prism 8, light emitted from the folded edges 51 of the
OLED devices 5 to be redirected toward the front of the
intermediate zone S, as shown by the arrows F in FIG. 5.

In the second embodiment shown in FIG. 6, the luminous
joint forming means comprise a light-emitting strip 18 placed
at the back of the intermediate zone S,. In the same way as
above, each cladding panel 4 comprises thinned edges 41 that
protrude relative to the edges 51 of the OLED devices 5, and
the light-emitting strip 18 is positioned between the edges 51
of the OLED devices 5. More precisely, the light-emitting
strip 18 is folded into a U shape around a filling block 17
positioned bearing against the thin end edges 41, the part 181
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of' the strip 18 that forms the bottom of the U being oriented
toward the intermediate zone S.. The light-emitting strip 18
may for example be a strip of flexible OLED device or an
inorganic light-emitting strip. As shown in FIG. 4, the part
181 ofthe light-emitting strip 18 has a width corresponding to
the entire width 1 of the intermediate zone S,. As a variant, the
light-emitting strip 18 may cover a width corresponding to a
fraction of the width 1 of the intermediate zone S.,. Preferably,
the light-emitting strip 18 covers between 50% and 100% of
the width 1 of the intermediate zone S,.

When the light-emitting strip 18, in its “off” state, meets
the aforementioned criteria for relative difference in lumi-
nance AL/L,, and for color difference AE in the “oft” state of
the two OLED devices 5, it is advantageously configured so
as to lie flush with the front face 10A of the luminous panel
10. In addition, the light-emitting strip 18 is chosen so as to
meet, in its “on” state, the aforementioned criteria for relative
difference in luminance AL/L,, and for color difference deter-
mined from the MacAdam ellipses in the “on” state of the two
OLED devices 5. The light-emitting strip 18 thus allows
visual continuity between the intermediate zone S, and the
two emitting zones S5 to be ensured when the two OLED
devices 5 and the light-emitting strip 18 are in the “on” state.
Advantageously, control of the “on”/“off” state of the light-
emitting strip 18 is slaved to the “on”/“off” state of the two
OLED devices such that the light-emitting strip 18 is turned
on only when the OLED devices flanking it are both turned
on.

When the light-emitting strip 18, in its “off” state, does not
meet the aforementioned criteria for relative difference in
luminance AL/L,, and for color difference AE in the “oft”
state of the two OLED devices 5, the luminous joint forming
means comprise, in addition to the light-emitting strip 18, a
film 19 forming a coating of the intermediate zone S, which
film is positioned in front of the light-emitting strip 18 flush
with the front face 10 A of the luminous panel 10, as shown in
FIG. 4. The stack of the light-emitting strip 18 and the film 19
is chosen so that the aforementioned criteria for relative dif-
ference in luminance AL/L,, and for color difference AE are
met when the two OLED devices 5 and the light-emitting strip
18 are in the “off” state, so as to ensure visual continuity
between the intermediate zone S, and the two emitting zones
S, inthe “off” state. In addition, the stack of the light-emitting
strip 18 and the film 19 is chosen so that the aforementioned
criteria for relative difference in luminance AL/L,, and for
color difference AE determined from the MacAdam ellipses
are met when both the two OLED devices 5 and the light-
emitting strip 18 are in the “on” state, so as to ensure visual
continuity between the intermediate zone S, and the two
emitting zones S; in the “on” state.

In the third embodiment shown in FIGS. 7 and 8, the
luminous joint forming means comprise a system for provid-
ing illumination via the edge face, formed by associating a
scattering plate 28 with an external light source 25 able to
inject light into the scattering plate 28 via an edge face 285 of
said strip. In the same way as above, each cladding panel 4
comprises thinned edges 41 that protrude relative to the edges
51 of the OLED devices 5. The scattering plate 28 is posi-
tioned making contact with the edges 51 of the OLED devices
5, with its back face 281 placed facing the thinned edges 41.
The front face 283 of the scattering plate 28 is able to extract
at least some of the light emitted by the external source 25. To
this end, the scattering plate 28 comprises, on its back face
281, a light extracting pattern. By way of example, the exter-
nal source 25 is a light-emitting diode (LED) and the scatter-
ing plate 28 is a transparent plate, made of glass or of an
organic polymer, comprising, on one of its faces, a series of
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screen-printed points forming an extraction gradient that
ensures uniform light extraction along the junction region 7.

In the same way as above, the luminous joint forming
means also comprise a film 29 forming a coating of the
intermediate zone S-, which film is positioned in front of the
scattering plate 28 flush with the front face 10A of the lumi-
nous panel 10. The stack of the scattering plate 28 and the film
29 is chosen so that the aforementioned criteria for relative
difference in luminance AL/L,, and for color difference AE
are met when the two OLED devices 5 and the external light
source 25 are in the “off” state, so as to ensure visual conti-
nuity between the intermediate zone S, and the two emitting
zones Ss in the “off” state. In addition, the stack of the scat-
tering plate 28 and the film 29 is chosen so that the aforemen-
tioned criteria for relative difference in luminance AL/L.,, and
for color difference determined from the MacAdam ellipses
are met when both the two OLED devices 5 and the external
light source 25 are in the “on” state, so as to ensure visual
continuity between the intermediate zone S, and the two
emitting zones S in the “on” state. Advantageously, control
of the “on”/“off” state of the external source 25 is slaved to
that of the two OLED devices such that the external source 25
is turned on only when the OLED devices flanking the scat-
tering plate 28 are both turned on.

FIGS. 9,10 and 11 illustrate variants of the embodiments in
FIGS. 3, 4 and 6, respectively, in which variants the luminous
joint forming means are fastened, not directly to the cladding
panels 4 supporting the OLED devices 5, but to framework
elements that allow the cladding panels 4 to be fastened to the
bearing structure 100 supporting the luminous panel. More
precisely, in each of FIGS. 9, 10 and 11, the two juxtaposed
cladding panels 4 are connected to the bearing structure 100
by a profile 20 with a T-shaped cross section that acts as a
framework element. Such an arrangement with T-shaped pro-
files is conventionally used to fasten ceiling tiles to a bearing
structure. As may clearly be seen in FIGS. 9 to 11, the hori-
zontal bar 21 of the T-shaped profile 20 bears against the front
faces of the thin edges 41 of the two juxtaposed cladding
panels 4, whereas the vertical bar 22 of the T-shaped profile 20
passes between the two cladding panels 4 in order to be
connected, at the back of the cladding panels 4, to the bearing
structure 100.

The luminous joint forming means are then positioned at
the front of the horizontal bar 21 of the T-shaped profile 20
and may be fastened to said bar. In particular, in FIGS. 9 and
10, the prism 8 is positioned with its base 81 resting on the
horizontal bar 21 of the T-shaped profile 20 such that a first
reflective surface 82 of the prism faces the edge 51 of one of
the OLED devices 5, whereas a second reflective surface 83 of
the prism faces the edge 51 of the other OLED device 5. In
FIG. 11, the light-emitting strip 18 is folded into a U shape
around a filling block 17 positioned bearing against the hori-
zontal bar 21 of the T-shaped profile 20.

Of course, T-shaped profiles may also be used with the
luminous joint forming means shown in FIG. 8, which means
comprise a system for providing illumination via an edge
face, the scattering plate 28 then being positioned making
contact with the edges 51 of the OLED devices 5 and with its
back face placed facing the horizontal bar 21 of the T-shaped
profile.

As is clear from the embodiments described above, a lumi-
nous panel according to the invention allows a large luminous
areato be obtained the appearance of which is uniform both in
the “on” state and in the “off” state, even in the junction
between two separate juxtaposed OLED devices. In a very
advantageous way, a luminous panel according to the inven-
tion can be easily integrated with a conventional framework
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10

system of a building wall, in particular a framework system
for an internal wall or a ceiling, thereby making it particularly
easy to form a building wall providing a lighting function.

The invention is not limited to the embodiments described
and shown. In particular, the or each OLED device support of
a luminous panel according to the invention may be a support
other than a plasterboard. Any support able to be incorporated
into a building wall can be used in the context of the invention,
including, by way of nonlimiting example, glass wool sheets,
melamine panels, chipboard panels, panels made of natural
wood, metal sheets. In particular, when the luminous panel
comprises a plurality of OLED device supports juxtaposed
next to one another, these supports may all have the same
nature or they may have different natures. Thus, in the
embodiment in FIG. 1, the luminous panel 10 may comprise,
instead of a plurality of juxtaposed plasterboards, juxtaposed
boards of different natures, for example plasterboards juxta-
posed with wooden boards.

The coating of each intermediate zone of the luminous
panel, which coating ensures the visual continuity of the
panel when the OLED devices are in the “off” state, may also
be of any type, especially a film added at the front of the
luminous elements, as in the above examples, or even a thin
film deposited on the luminous elements. The expression
“luminous elements” is here understood to mean the lumi-
nous joint forming elements that emit light as primary or
secondary sources, namely the prism 8, the light-emitting
strip 18 and the scattering plate 28 in the preceding examples.

Moreover, in the above embodiments, each luminous board
6 is obtained by covering the support with a single OLED
device, the junction regions 7 between two OLED devices 5
corresponding each time to the junction between two juxta-
posed luminous panels 6. As a variant, and in particular when
the size of the desired luminous area on the luminous board
exceeds the maximum available OLED device size, a lumi-
nous plate may be obtained by covering a support with a
plurality of juxtaposed OLED devices. This case is illustrated
in FIGS. 12 and 13, which show a luminous panel 10'
obtained by assembling luminous boards 6', where each lumi-
nous board 6' comprises a cladding panel 4' covered, in an
upper part of one of its main faces, with a plurality of rigid or
flexible OLED devices 5' forming a grid. The luminous panel
10’ obtained by juxtaposing these luminous boards 6' exhibits
visual discontinuities not only in each junction region 7
between two juxtaposed luminous boards 6' but also in each
junction region 7' between two OLED devices 5' juxtaposed
on each of the panels 4'. Luminous joint forming means such
as described above, with reference to FIGS. 3 to 8, for ensur-
ing visual continuity in the junction regions 7 may also be
used to ensure visual continuity in the junction regions 7'.

Finally, the invention was illustrated in FIGS. 1 and 2 in the
case of a framework of a demountable internal wall. However,
the invention also applies to other types of frameworks. In
particular, a luminous panel according to the invention may
also be used to produce a ceiling, the panel then generally
being connected to a structure produced under a floor. The
cladding panels, which in this case are called ceiling tiles,
may especially be connected to the structure by way of
T-shaped profiles, as shown in FIGS. 9 to 11.

EXAMPLES
Example No. 1 Comparative Example
The two OLED devices 5 are two rectangular “Lumiblade

Tall White” components from Philips arranged on two juxta-
posed plasterboard supports. In the “off” state, each OLED
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device 5 looks like a mirror. The intermediate zone S,
between the two OLED devices 5 has a width 1 of 12 mm and
a length L. of 48 mm. Under the experimental component
power supply conditions, the mean luminance of each OLED
device 5is [, =750 cd/m>.

No luminous joint is added in the junction region 7 between
the two OLED devices 5.

In this example, the intermediate zone S, is a zone of
discontinuity between the two emitting zones S5, which dis-
continuity is black in color and very clearly perceptible, both
when the two OLED devices 5 are in the “off” state and when
they are in the “on” state.

Example No. 2

The two OLED devices 5 are two rectangular “Lumiblade
Tall White” components from Philips arranged on two juxta-
posed plasterboard supports. In the “off” state, each OLED
device 5 looks like a mirror. To meet the aesthetic require-
ments of the application, the OLED devices 5 and the junction
region 7 are covered with a standard translucent film chosen
from the “Scotchtal” type from 3M. The intermediate zone S-,
between the two OLED devices has a width 1 of 7 mm and a
length I of 48 mm. Under the experimental component power
supply conditions, the mean luminance of each OLED device
5is L, =750 cd/m>.

A prism 8 made of a transparent material, provided on its
surface with a light-redirecting film of the OLF (optical light-
ing film) type from 3M is positioned in the junction region 7
between the two OLED devices 5, as shown in FIG. 3. The
prism 8 has a height h of 4 mm.

Example No. 3

The two OLED devices 5 are two rectangular “Lumiblade
Tall White” components from Philips arranged on two juxta-
posed plasterboard supports. In the “off” state, each OLED
device 5 looks like a mirror. The intermediate zone S,
between the two OLED devices 5 has a width 1 of 12 mm and
a length L. of 48 mm. Under the experimental component
power supply conditions, the mean luminance of each OLED
device 5is [, =750 cd/m>.

A system for providing illumination via an edge face is
placed at the back of the intermediate zone S, as shown in
FIG. 8, this system comprising:

a 2 mm-thick scattering plate 28 made of transparent “Pla-
nilux” clear glass from Saint-Gobain Glass having a
pattern forming an extraction gradient screen printed on
its back face 281; and

a “Luxeon Rebel” LED 25 from Philips having a color
temperature of 2700 K Rebel, coupled to the edge face
285 of the scattering plate 28.

A film formed by a semi-reflective layer 29 made of Mylar
is positioned in front of the junction region 7 flush with the
front faces of the two OLED devices 5, as shown in FIG. 8.

The choice of the power supply properties of the LED 28
are correlated with the absorption and transmission properties
of the scattering plate so as to ensure the visual continuity in
terms of luminance. In particular, in this example, the LED 25
is supplied with a current of 350 mA at a voltage of 2.8 V.

The optical characteristics of the luminous panels of
examples No. 1 to 3 are given in table 1 below.
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TABLE 1
“Off” state “On” state
AL/L, AE AL/L,

(%) (%) (%)  Criterion of the MacAdam ellipses

The intermediate zone is a zone of

discontinuity that is black in color
<1 6 Meets the criterion: the (u', v')
coordinates of the intermediate
zone are inside the MacAdam
ellipse 14 centered on the
coordinates (u' = 0.257,v' =
0.527) of each of the two
emitting zones
Meets the criterion: the (u', v')
coordinates of the intermediate
zone are inside the MacAdam
ellipse 14 centered on the
coordinates (u' = 0.257,v' =
0.527) of each of the two
emitting zones

Example
No. 1
Example
No.2

<2

Example 8 2 5
No. 3

The quantities in table 1 were measured in the following
way:

“On” state: the measurements are carried out using an L.C
Lumicam 1300-202 video photocolorimeter. The OLED
devices 5 are placed a distance of 0.5 m away from the
camera. The objective used is a 28 mm objective, the aperture
of the diaphragm is 2.8. The luminance values measured
correspond to the values along the axis perpendicular to the
plane of the components.

“Off” state: the L, a* and b* values are measured at normal
incidence using a Minolta CM-2700d spectrometer.

The invention claimed is:
1. A luminous panel comprising:
atleast two juxtaposed OLED devices that form a front face
of the luminous panel and define two light-emitting
zones separated by an intermediate zone; and

luminous joint forming means that ensure, when the two
OLED devices are in an on state, visual continuity
between the intermediate zone and the two emitting
zones, the luminous joint forming means being located
at a back of or flush with the front face of the luminous
panel

wherein the luminous joint forming means comprises a

redirecting prism placed at the back of the intermediate
zone between two adjacent edges of the two juxtaposed
OLED devices, a first reflective surface of the prism
facing the edge of one of the two OLED devices whereas
a second reflective surface of the prism faces the edge of
the other OLED device to redirect light emitted by at
least one of the two OLED devices toward a front of the
intermediate zone.

2. The luminous panel as claimed in claim 1, wherein each
OLED device is joined to a structural element of a building
wall.

3. The luminous panel as claimed in claim 1, wherein,
when the two OLED devices are in the on state, the relative
difference in luminance, expressed in the CIE (L, u', v') color
coordinate system, between the intermediate zone and each of
the two emitting zones is smaller than 10%.

4. The luminous panel as claimed in claim 1, wherein,
when the two OLED devices are in the on state, the color
coordinates (u', v') of the intermediate zone are inside the
MacAdam ellipse centered on the color coordinates (u', v') of
each of the two emitting zones.
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5. The luminous panel as claimed in claim 1, wherein the
intermediate zone has a maximum width, measured perpen-
dicularly to adjacent edges of the emitting zones, smaller than
or equal to 2 cm.
6. The luminous panel as claimed in claim 1, further com-
prising a covering of the intermediate zone, such that there is
visual continuity between the intermediate zone and the two
emitting zones when the two OLED devices are in an off state.
7. The luminous panel as claimed in claim 1, wherein,
when the two OLED devices are in an off state, the relative
difference in luminance, expressed in the CIE (L, a*, b*)
color coordinate system, between the intermediate zone and
each of the two emitting zones is smaller than 10%.
8. The luminous panel as claimed in claim 1, wherein,
when the two OLED devices are in the off state, the color
difference, expressed in the CIE (L, a*, b*) color coordinate
system, between the intermediate zone and each of the two
emitting zones is smaller than 2.
9. The luminous panel as claimed in claim 1, comprising a
support, the two OLED devices being juxtaposed on one face
of the support.
10. The luminous panel as claimed in claim 1, comprising
two juxtaposed supports, each support being covered with
one of the two OLED devices.
11. The luminous panel as claimed in claim 10, wherein the
luminous joint forming means is fastened to a framework
element allowing one or each OLED device support to be
fastened to a bearing structure.
12. A luminous panel, comprising:
at least two juxtaposed OLED devices that form a front face
of the luminous panel and define two light-emitting
zones separated by an intermediate zone; and

luminous joint forming means that ensure, when the two
OLED devices are in an on state, visual continuity
between the intermediate zone and the two emitting
zones, the luminous joint forming means being located
at a back of or flush with the front face of the luminous
panel,

wherein the luminous joint forming means comprises a

light-emitting strip placed in, or at a back of, the inter-
mediate zone.
13. A luminous panel, comprising:
at least two juxtaposed OLED devices that form a front face
of the luminous panel and define two light-emitting
zones separated by an intermediate zone, the two OLED
devices being supported on at least one support; and

luminous joint forming means that ensure, when the two
OLED devices are in an on state, visual continuity
between the intermediate zone and the two emitting
zones, the luminous joint forming means being located
at a back of or flush with the front face of the luminous
panel,
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wherein the luminous joint forming means includes a
machined portion of a support of the at least one support
that supports at least one of the two OLED devices, the
machined portion creates a thinned portion of the sup-
port behind the two OLED devices, the machined por-
tion of the support forming a reflective surface posi-
tioned, at a back of the intermediate zone, facing one
edge ofatleast one of the OLED devices, to redirect light
emitted by the OLED device toward a front of the inter-
mediate zone.

14. A luminous panel, comprising:

atleast two juxtaposed OLED devices that form a front face
of the luminous panel and define two light-emitting
zones separated by an intermediate zone; and

luminous joint forming means that ensure, when the two
OLED devices are in an on state, visual continuity
between the intermediate zone and the two emitting
zones, the luminous joint forming means being located
at a back of or flush with the front face of the luminous
panel,

wherein the luminous joint forming means comprises scat-
tering means for scattering light emitted by a light
source toward a front of the intermediate zone, and

wherein the light source is an external light source coupled
to an edge face of a scattering plate, the scattering plate
being placed in or at a back of the intermediate zone, a
main face of the scattering plate oriented toward a front
of the intermediate zone being configured to extract at
least some of the light emitted by the external light
source.

15. The luminous panel as claimed in claim 14, wherein the
scattering plate comprises, on one of its main faces, a pattern
for extracting light emitted by the external light source.

16. A building wall, comprising a luminous panel as
claimed in claim 1.

17. The luminous panel as claimed in claim 11, wherein the
framework element has a T-shaped profile that extends
between the supports to be fastened to the bearing structure.

18. The luminous panel as claimed in claim 12, wherein the
two OLED devices are each supported by a support and the
luminous joint forming means is fastened to a framework
element allowing the supports to be fastened to a bearing
structure.

19. The luminous panel as claimed in claim 13, wherein the
two OLED devices are folded along the thinned portion of the
support.

20. The luminous panel as claimed in claim 15, wherein the
pattern on the scattering plate is a screen-printed extracting
pattern.



